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WEWLAFTEBHR RENTARLVARAF

Company Name DONGGUAN JIUSHUO INDUSTRIAL CO,, LTD

shown on Report

o bk REEm A BN E PO KT BRI

Address 11TH FLOOR, BUILDING 2, CHUANGFU CENTER, CHASHAN TOWN,

DONGGUAN CITY, GUANGDONG PROVINCE, CHINA

DU IR e B 5 B i P R IR A
The following sample(s) and sample information was/were submitted and identified by/on the behalf of
the applicant

TS AR i

Sample Name Cover Tape

AR g RE: 2025.02.14

Sample Received Date Feb. 14,2025

LA 1 HA 2025.02.14-2025.02.19

Testing Period Feb. 14,2025 to Feb. 19,2025

v/ (-3 WARF 2R, M PrRACAE s RIE (Ph), 9 (Cd), ik (He), Atk (Cr(VD)),
TRIBETE (PRBS), 21 " EF (PBDES), AT —TPEEES (DBP, BBP, DEHP, DIBP) AT

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent

Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

KRR /R S5 R i
Test Method/Test Result(s) Please refer to the following page(s).

% =
C
- 2025.02.19

HiH
P2 N Lab Authorized Signatory No. R411775860
BRI RN 1 2 P IR A RN 55282 X 82 T MR A L AR b

Inspecien & feethaeviias Milernational Group Co.,Ltd
Builéifig, Xing Dong Community, Xin'an Sub-district, Bao'an District, Shenzhen City, Guangdong Province, P.R. China

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com



CTI 2= #s
Fr A

Test Report

WERS  A2250076824101003F 2o 38
Report No.  A2250076824101003E Page 2 of' 8

Spkdckackkhcknch gk ko ch ko ko ke kR ke ks ok Rk ke hch Rk sk ko gk ik ek ek ok ok ok ok ok sk e sk e e ok

£ Conclusion
R KIEbRHE/ T & g

Tested Sample According to standard/directive Result
PSRRI Rk ARoHS4542011/65/EU &% HAZT 484 (K1) b
Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment PASS
(EU) 2015/863

R R T TR B e e S EE E L
Tty Foame o M 5 5L 2 BRI RoHS TS 42011 /65/EU 4 HAZITHE 4 (EU)  2015/86345 3R (kA «

PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU)

2015/863.
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ﬁﬂﬁﬁk% Test Method
—— TR Ty o
AT Wiy A
Test T Measured
Test Item(s) Test Method Equipment(s)
Gt TEC 62321-5:2013 1CP-0ES
Lead (Pb)
17 TEC 62321-5:2013 ICP-QES
Cadmium (Cd)
K 1EC 62321-4:2013+AMDI 2017 CSV ICP-OES
Mercury (Hg)
Al TEC 62321-7-2: 201 7HI/sRIEC 62321-5:2013M/i%|  UV-Vis/ICP-OES

Hexavalent Chromium (Cr(VI))

SRR
LEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

Phthalates (DBP, BBP, DEIIP, DIBP)

IR 1EC 62321-12:2023 GC-MS
Polybrominated Biphenyls (PBBs)
E2 I N 1EC 62321-12:2023 GCMS
Polybrominated Diphenyl Ethers (PBDEs)
A — H R IEC 62321-12:2023 GCNS

cti-cert.com

E-mail:info@cti-¢
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T ES - Test Result(s)
URBLH Tested Ttem(s) iR Result T R FRIE
003 MDL Limit
Hi Lead (Pb) ND. 2 mgrke 1000 merke
i Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg
7K Merecury (Hg) N.D. 2 mg/ke 1000 mg/kg
8% Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg 1000 mg/kg
BRI H Tested Ttem(s) ZiR Result A R FRAE
003 MDL Limit
4 JREEE Polybrominated Biphenyls (PBBs)
—{HE7K Monobromobiphenyl N.D. 25 mg/kg
TSR Dibromobiphenyl ND. 25 mg/kg -
—{RIEE Tribromobiphenyl ND. 25 mg/kg %
POYRIE Tetrabromobiphenyl ND. 25 mg/kg '@»é
FIREEE Pentabromobiphenyl ND. 25 mg/kg 1000 mg/kg ‘
INIRIESE Hexabromobiphenyl N.D. 25 mg/kg p
-LIRELA Heptabromobiphenyl ND. 25 mg/kg G
JUREEE Octabromobiphenyl ND. 25 mg/kg eni
JUREEE Nonabromobiphenyl N.D. 25 mg/kg -
1RIEEE Decabromobiphenyl ND. 25 ma/kg
BRI E Tested Tem(s) iR Result Jr s H R FRIE
003 MDL Limit
2 8 — KB Polybrominated Diphenyl Ethers (PBDEs)
—{H ¥ Monobromodiphenyl ether ND. 25 mg/kg
TR KT Dibromodiphenyl ether ND. 25 mg/kg
R TEBE Tribromodiphenyl ether N.D. 25 mg/kg
VUi —ZE ik Tetrabromodiphenyl ether ND. 25 mg/kg
H R Pentabromodiphenyl ether N.D. 25 mg/kg 1000 mg/kg
751 A JF Hexabromodiphenyl ether N.D. 25 mg/kg
iR T 2B Heptabromodipheny! ether ND. 25 mg/kg
JVER_EEE Octabromodiphenyl ether N.D. 25 mg/kg
JUE K B¥ Nonabromodiphenyl ether N.D. 25 mg/kg

TR 2R Decabromodiphenyl ether ND. 25 mg/kg

E-mail:info@cti-cert.com  Complaint call:0755-33¢
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ﬁ{ﬂ“%% Test Result(s)
BRI H Tested Ttem(s) H5R Result 77 Bt R FRME

003 MDL Limit
42K — ' RRHE Phthalates (DBP, BBP, DEHP, DIBP)
A _HE _ TEi Dibutyl phthalate N.D. 50 mg/kg 1000 mgrkg
(DBP)
CASH#:84-74-2
A _HER | EFERT Butyl benzyl ND. 50 mg/ke 1000 mg/kg
phthalate (BBP)
CASH:85-68-7
A HE (-4 &) 2Fs Di- N.D. 50 mg/kg 1000 mg/kg

(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

WA THE R TE Diisobutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DIBP)
CAS#:84-69-5

i/ FRALIIE Sample/Part Description

i CTHRERID ik
No. CTI Sample ID Description
1 003 3% HF I R

Transparent plastic film

B TR, W, RZAGOEHBEZSE.
-ND. =Rt Ch I HER)
-mg/kg=ppm= [ /173 L—
-1000 mg/kg=0.1%
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL.)
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%

E-mail:info@cti-cert.com  Complaint call:0755-33681700
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K FUFALFE Test Process

1. #5(Pb), #(Cd), #(Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)

IRV 4

vy
o aal

W _ﬁl?l’i#tﬁff%?'%?; _ TN i 77 4 i B
eigh sample and place it :> . - > .
e~ omie Add digestion reagent Digest the sample
FH 2R AL/ 8 R
puzes (] s
H IEPT:}?OES EETHKERE AllchIi ;:::f;}, Residue .
7T . o)
Make up with : ; :
By by (:: ks P - Acid Dissolution C: —_
deionized water iltration
ICP-OES i
Solution
2. 7K (Hg)
Mercury (llg)
I b s UIPNEFan N ] : A
i b alonis 5 :> Add digestion reagent Digest the sample
in a vesscl
FH s 8 /2 AL T
AL ER (— i
H ICP-OES B TKER Alkali Fusion/ Residits -
iy (::I Make up with Acid Dissolution I
Analyzed by o Filtration
ICP-OES deionized water =
Hri
Solution

3. A (Cr (VD))
Hexavalent Chromium (Cr(VI))
FREFMTERN
Weigh sample and place it
in a vessel

IO 8 X 77
Add digestion reagent

THREFE iR
Digest the sample

]!

TR VAR pH {1 | W, i
Add test solution [~ Ad']olfl.s:h::h:oligi;fllue N a— Cool and filter
i
VARE pH (H HEBTKER Hl UV-Vis 43§
Adjust the pH value — Make up V\-’ith ) Anclyzsd ey TNV
of the solution deionized water

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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4. BIRELFHK (PBBs), ZIR_IERf (PRDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

FREFE T EE T FFHLETIRELR HRERRHEREMA
Weigh sample and place ~ [—) Extracted with —>  Transfer the extract into a
it in a thimble organic solvent volumetric flask

I

H GC-MS 43 #ir PR BLIE e 5
|
Analyzed by GC-MS Make up with organic solvent

5. 4% _FEREE (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

FREFE ST B A4 LI AR 1 2 N Rk
Weigh sample and place  [—) Extracted with —  Transfer the extract into a
it in a thimble organic solvent volumetric flask

|

H GC-MS 4+ MAEER R

Analyzed by GC-MS Make up with organic solvent

v.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert
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PO A

Photo(s) of the sample(s)

 IHStatement:
L KR S T N, B R i s AL

This report is considered invalid without approved signature, special seal and the seal on the perforation;
2 EHAA T AR R, FEah RS E S L R R AL, A OGBS A BT, CTIARARSEH E S,
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;
3, AR I SR AZ RE 95
The result(s) shown in this report refer(s) only to the sample(s) tested,
4 PRIESATULRA, A ZHRILAC-G8:09/2019 / CNAS-GLO15:2022 {4 FH {71 B2 42 (w=0) - 7o Fl 5 A U b 47 55 &
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G&:09/2019 / CNAS-GL015:2022;
5. RECTIHMAE, TS EHERE,
Without written approval of CTI, this report can’t be reproduced except in full;
6. W IHR B S N A S LN E B ZE R, B O
In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the
Chinese version shall prevail.

s eE T e

##x End of report **¥
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